Contact: Greg Bradford (304)558-9882

Last Updated September 12, 2011
Terry Burns (304)558-9883
E-mail: Terry.J.Burns@wv.gov

Material Code: 1997

Acrylic Systems using Inorganic Zinc Primer

E-mail: Greg.F.Bradford@wv.gov or

Intermediate Top Coat Approval
Manufacturer Primer Coat Top Coat Color Number
i 14241
Carboline CarboZinc 11 HS 3358 3359-1359 1404485A
(C1880) Gray-Green
i 26373
Carboline CarboZinc 11 HS 3358 3359-0746 1404486A
(C1880) Gray
Elite 14223
P159 W112 W177 1406576A
(131A) Lt. Green
Sherwin Williams ZincClad ILV | —eome Besnv211wy | 20002 1404156A
(S0320) Brown
. . 20062
Sherwin Williams ZincClad I Plus | - B66NV211 WV 1404158A
Brown
. . 26373
Sherwin Williams | Zinc Clad Il Plus | Be6W211 B66W0219 Gray 1402578A
R . 14241
Sherwin Williams Zinc Clad 11 LV B66W211 B66GW114 1404147A
Gray-Green

One Component, Fast Dry, High Build Acrylic Systems using Inorganic Zinc Primer

Approval
Manufacturer Primer Top Coat Top Coat Color Number

Sherwin Williams . B66W411 14241

(S0320) Zinc Clad Il Plus Fast Clad HB Gray-Green 1403453A
B66W411 15450

Sherwin Williams Zinc Clad Il Plus 1405949A
Fast Clad HB Lt. Blue
B66W411 26373

Sherwin Williams Zinc Clad Il Plus 1405951A

Fast Clad HB Gray

B66W411 20062

Sherwin Williams Zinc Clad Il Plus 1405953A
Fast Clad HB Brown
B66W411 20062

Sherwin Williams Zinc Clad Il LV 1405954A
Fast Clad HB Brown




Urethane Systems using Inorganic Zinc Primer

Intermediate Top Coat Approval
Manufacturer Primer Coat Top Coat Color Number
PPG . 15450
(A179A) Dimetcote 9H Amercoat 385 450H Lt Blue 1405380A
14223
PPG Dimetcote 9H Amercoat 385 450H 1405381A
Lt. Green
. 14241
PPG Dimetcote 9H Amercoat 385 450H 1405382A
Gray-Green
_ 26373
PPG Dimetcote 9H Amercoat 385 450H Gray 1405383A
Carboline . 26373
(C1880) CarboZinc 11 HS 888 133LH-0746 Gray 1404488A
2 2
Carboline CarboZinc11HS |  -—-—---- 133LH-2279 006 1404490A
Brown
. . 14223
Carboline CarboZinc 11 HS 888 134HG-2397 1404492A
Lt. Green
. . 14241
Carboline CarboZinc 11 HS 888 134HG-1359 1404494A
Gray-Green
. . 15450
Carboline CarboZinc 11 HS 888 134HG-7132 1405378A

Lt. Blue




Acrylic Systems using Organic Zinc Primer

Intermediate Top Coat Approval
Manufacturer Primer Coat Top Coat Color Number
PPG . . 14223
(A179A) 68HS DTM Acrylic | Pitt-Tech Plus Lt. Green 1401499A
14241
PPG 68HS DTM Acrylic | Pitt-Tech Plus 1401500A
Gray-Green
26373
PPG 68HS DTM Acrylic | Pitt-Tech Plus Gray 1402143A
' 14241
Carboline CarboZinc 859 3358 3359-1359 1404482A
(C1880) Gray-Green
. . 26373
Carboline CarboZinc 859 3358 3359-0746 Gray 1404484A
i 26373
Intz;)n;ff)nal Interzinc 315 Intercryl 520 | Intercryl 530 Gray 1404811A
, . 14223
International Interzinc 315 Intercryl 520 | Intercryl 530 1404809A
Lt. Green
) . 14241
International Interzinc 315 Intercryl 520 | Intercryl 530 1404810A
Gray-Green
Sherwin-Williams 0 clag i HS | ceeeeee BesNv211wy | 20002 1404157A
(S0320) Brown
. . . 14241
Sherwin-Williams Zinc Clad lll HS B66W211 B66GW114 1404146A
Gray-Green
. - . 26373
Sherwin-Williams Zinc Clad lll HS B66W211 B66AW0219 Gray 1402577A

One Component, Fast Dry, High Build Acrylic System using Organic Zinc Primer

Approval
Manufacturer Primer Top Coat Top Coat Color Number
Sherwin-Williams . B66W411 14241
(S0320) Zinc Clad Il HS Fast Clad HB Gray-Green 1403452A
B66W411 15450
Sherwin-Williams Zinc Clad Il HS 1405948A
Fast Clad HB Lt. Blue
B66W411 26373
Sherwin-Williams Zinc Clad Il HS 1405950A
Fast Clad HB Gray
B66W411 20062
Sherwin-Williams Zinc Clad Il HS 1405952A
Fast Clad HB Gray




Urethane Systems using Organic Zinc Primer

Intermediate Top Coat Approval
Manufacturer Primer Coat Top Coat Color Number
PPG 14223
68HS 385 450H 1404152A
(A179A) Lt. Green
14241
PPG 68HS 385 450H 1404153A
Gray-Green
15450
PPG 68HS 385 450H 1404151A
Lt. Blue
26373
PPG 68HS 385 450H 1404154A
Gray
Carboline 20062
CarboZinc859 |  --—----- 133LH 1404489A
(C1880) I Brown
. . 15450
Carboline CarboZinc 859 888 134HG-7132 Lt. Blue 1405379A
. . 14223
Carboline CarboZinc 859 888 134HG-2397 1404491A
Lt. Green
. . 14241
Carboline CarboZinc 859 888 134HG-1359 1404493A
Gray-Green
. . 26373
Carboline CarboZinc 859 888 133LH-0746 Gray 1404487A
International . Intergard Interthane 14223
Interzinc 315 1405816A
(1074A) zine 475Hs 990HS Lt. Green
| | h 14241
International Interzinc 315 ntergard nterthane 1405817A
475HS 990HS Gray-Green
| | h 154
International Interzinc 315 ntergard nterthane >450 1405818A
475HS 990HS Lt. Blue
Int d Interth 20062
International Interzinc 315 nrergar nterthane 1404812A
475HS 870UHS Brown
Int d Interth 14223
International Interzinc 315 ntergar nterthane 1405813A
475HS 870UHS Lt. Green
. . Intergard Interthane 14241
International Interzinc 315 1405814A
475HS 870UHS Gray-Green
. . Intergard Interthane 15450
International Interzinc 315 1405815A
475HS 870UHS Lt. Blue
Sherwin-Williams . 15450
Zinc Clad lll HS |Macropoxy 646| Acrolon 218HS 1405955A
(S0320) poXy Lt. Blue




Urethane Systems using Organic Zinc Primer - continued

. 26373
Sherwin-Williams Zinc Clad Il HS  [Macropoxy 646| Acrolon 218HS Gray 1405956A
. . . 14241
Sherwin-Williams Zinc Clad Il HS  [Macropoxy 646| Acrolon 218HS 1405957A
Gray-Green
Wasser . 14241
MC Zinc MC Ferrox B MC Luster 1405961A
(W422A) ! X ! Gray-Green
. 14223
Wasser MC Zinc MC Ferrox B MC Luster 1405960A
Lt. Green




